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Fig. S1 Capacity retention and coulomb efficiency curves of Si and Si@CNO versus cycle number at 55 °C.
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Fig. S2 Impedance spectra of Si and Si@CNO composite electrodes discharged to 0.01 V after 90 cycles at 55 °C.
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