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Figure S.1. X-ray diffractogram of OPC paste T(0.55) in uncarbonated condition (N) and after carbonation at 0.03-0.04%, 1% and 10% CO2.  
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Figure S.2. X-ray diffractogram of HVFA paste F50 in uncarbonated condition (N) and after carbonation at 0.03-0.04%, 1% and 10% CO2.
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Figure S.3. X-ray diffractogram of FA+SF paste F40SF10 in uncarbonated condition (N) and after carbonation at 0.03-0.04%, 1% and 10% CO2.
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